
FRIEDMAN & BRUY A, INC. 

ENVIRONMENTAL CHEMISTS 

Date of Report: . December 5, 1994 
Date Received: November 14, 1994 
Project: 7238, Cal-Fran Testing, PO #M37248 
Date Samples Extracted: November 15, 1994 

RESULTS FROM THE ANALYSIS OF WATER SAMPLES 
FOR CHROMIUM, COPPER, NICKEL AND ZINC 

Results Reported as mglL (ppm) 

Samnle ID Chromium Conner Nickel 

M37248 "A" 26,000 6,000 28,000 

M37248 "B" 940 600 760 

M37248 "C" 1.1 5.6 0.40 

M37248 "D" 0.30 0.52 0.07 

Qualit):: Assurance 

Blank <0.05 <0.05 <0.05 

M37248 liD" 
(Duplicate) 0.29 0.51 <0.05 

M37248 "D" 
(Matrix Spike) 
% Recovery 101% 104% 101% 

M37248 "D" 
(Matrix Spike Duplicate) 
% Recovery 99% 97% 99% 

Spike Blank 
% Recovery 97% 98% 98% 

Spike Level 5 5 10 

Zinc 

340 

13 

1.8 

0.32 

<0.05 

0.37 

99% 

99% 

97% 

5 
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FRIEDMAN & BRUY A, INC. 

ENVIRONMENTAL CHEMISTS 

Date of Report: December 5, 1994 
Date Received: November 14, 1994 
Project: 7238, Cal-Fran Testing, PO #M37248 
Date Samples Extracted: November 30, 1994 
Date Extracts Analyzed: November 30,1994 

RESULTS FROM THE ANALYSIS OF THE WATER SAMPLE 
FOR PERCENT ACID 

Sample ID 

M37248 "A" 

Quality Assurance 

M37428 "A" 
(Duplicate) 

9.4 

9.0 
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FRIEDMAN & BRUY A. INC. 
3012 16th Avenue West 
Seattle.W A 98119 
(206) 285-8282 
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Andrew John Friedman 

December 5, 1994 
, , - -: -- - - --- -- ~ -. --. -- : : - , '. " 

.·' Naskan Copp~rWorks , 
6~8S()ut:hlIlilnford ' .. 
Seattle,WA 9,8134 

FRIF:PMAl\l &: 13RUY~, INC . 

. '.' EN\'IRONMENT ALcHEMIsts 

DUPLIGi\TECOPY 

INVOIC,E# 94A,CU1205-1 

, , .- .. :; -" ",' , " ' " 

....3~1;2 16th Avenue West : 
~~~tle. WA 98119-20;29 
" ' FAX: .(206) 283-5044 

, \, 

': RE:Project 7~a8. C~-FranTesting, ~O #M37248: Results of testing r~quested by ' 
Gerald Thompson, Project Leader for ;material submitted on November 14, .' . 
1994 . 

$ 260.00 
..;lwater sampl~san~y~ed for Chromil.lm, C()pper, 

, Nickel and Zinc @ $65 per sample " 
'. -._ '- .':-.. -,.- .. --.,-.-,'---,:- .. --' -, ' , ", ' - '. -.-'. - ' , 

" 1.watersample analyzed for Percent Acid@ $10 
;pe:rs~pl~ ." . . . . . 

'Amount Due ..... :: ...... : •.......................... "':" .•..•...........................•. $ 270.00 
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, \, 

G~:r~d Thop1p~on, Project Leader 
~c;t~kan CqpI)~r . Work$ . . 
628S0ll.tll Hanfor.d 
Se.at4e~WA '. 98l3.4. 

Enclo~ed.are. ther~sults from the testing of materi&lsul>mittedoJ;l N ovep1ber.14, 
. 1994f rom your' 72~8, Cal·Fran.Testin.g,PO #M37248 project. . " 

'We .apprecic;t~~this opport~nity tobeof serviGeto you and hope you will call if you 
should:hc;tye ~nyqu~stions. 

Sin.c'erely, ' '. 

AKC·0013105 


